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Bondar-Clegg, Inc. ' Geochemical
625 Spice Island Dr.
Building 1, Unit A Lab Repor[

Sparks, Nevada 89431

702 (359-9330) BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31914.4 ( COMPLETE ) J | REFERENCE INFO: NONE GIVEN J
CLTENT: BROHM MINING CORPORATION SUBMITTED BY: BARRON
PROJECT: NONE GIVEN DATE PRINTED: 3-0CT-89
NUNBER OF LOWER
ORDER ELEMENT ANALYSES ~ DETECTION LIMIT EXTRACTION HETHOD
1 Au Gold 17 0.002 OPT Fire Assay
SAMPLE TYPES NUNBER SIZE FRACTIONS NUMBER SANPLE PREPARATIONS NUMBER
Z OTHER DRILL TYPES 17 2 -150 17 ASSAY PREP 17
SAMPLE PICKUP/MILE 1

REMARKS: SAMPLES R89-577 15-20 THROUGH 30-35
HERF NOT INCLUDED.
1AT GOLD (29.176)

REPORT COPTFS T0: TR, JTH BARRON INUQTCE T0: MR,

MR. ROD MCCLEOD
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\ Bondar-Clegg, Inc. Geochemical
625 Spice Island Dr.
} Building 1, Unit A Lab Report
Sparks, Nevada 89431
O 702(359.93%0) BONDAR-CLEGG
’ A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
BAH—PRINTFD:—3-667-89
L REPORT: R89-31914.4 J | PROJECT: NONE GIVEN PAGE 1
) SAMPLE ELEMENT Au
y NUMBER UNITS OPT
72 R89-577 0-5 0.007
72 R89-577 5-10 0.004
72 R89-577 10-15 0.003 /S -3
’ 72 R89-577 35-40 0.020
72 R89-577 40-45 0.011
} 72 R89-577 45-50 0.006
72 R89-577 50-55 0.006
72 R89-577 55-60 0.011
72 R89-577 60-65 0.042
| 72 R89-577 65-70 0.002
‘ 22 R89-577 70-75 0.011
72 R89-577 75-8N 0.002
22 R89-577 80-85 0.004
72 R89-577 85-90 0.005
22 R89-577 90-95 0.009
22 R89-577 95-100 0.017

72 R89-577 100-105 0.009 —




Bondar-Clegg, Inc. | Geochemical
625 Spice Island Dr.
Building 1, Unit A Ec Lab Report

Sparks, Nevada 89431
702 (359-9330) BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
DATE PRINTED:—3-0CT-89
REPORT: R89-31914.4 ] | PROJECT: NONE GIVEN PAGE 2 |
e
SANPLE ELEMENT Au <[ e yq
NUMBER UNITS  OPT L-__\ Ll 1
- S —— Bd |
R89-577 40-45 0.011 99 OMing M '
Duplicate 0.012 o HORg |
. — !
R89-577 90-95 0.009 —

Duplicate 0.008







Bondar-Clegg, Inc.
625 Spice Island Dr.

Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

... Invoice : R076650, Page 1

BROHM MINING CORPORATION

MR. JIM BARRON & 3t JwyDate ¢ 5-0CT-89
PO BOX 485 i
DEADWOOD, SOUTH DAKOTA ... Report No: R89-31914.4
57732 _Project : NONE GIVEN
‘.7 Reference: NONE GIVEN
BARRON
17 Analyses of Gold at $ 7.00 $§ 119.00
Subtotal S 119.00 $ 119.00
Sample Preparation
17 Samples of ASSAY PREP at § 3.00 s 51.00
1 Sample of SAMPLE PICKUP/MILE at $12.00 $ 12.00
Subtotal S 63.00 S 63.00
Miscellaneous Charges
4% S.D. SALES TAX S 2:92
2% DEADWOOD CITY SALES TAX S 1.26
Subtotal S 3.78 S 3.178

Invoice Total:

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

$ 185.78 U.S.

g
_ax ]



BROHM MINING CO.

e




Bondar-Clegg, Inc. l]‘f .
625 Spice Island Dr. Geoc lnm}
Building 1, Unit A Iab Report
Sparks, Nevada 89431

702 2559330 BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31915.4 ( COMPLETE ) l l REFERENCE INFO: NONE GIVEN
CLTENT: BROHM MINING CORPORATION SUBHTTTED BY: BARRON
PROJECT: NONE GIVEN DATE PRINTED: 6-0CT-89
NUMBER OF LOKER
ORDER ELEMENT ANALYSES ~ DETECTION LIMIT EXTRACTION METHOD
1 fu Gold 68 0.002 oPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
Z OTHER DRILL TYPES 68 2 -150 67 SSAY PREP 68
3 -20+80 1 EXCFSSIVE WETNFSS/LB 929
SAMPLE PICKUP/MILE 1

REMARKS: 1AT GOLD (29.176)

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON

AR, ROD ACCIFOD
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Bondar-Clegg, Inc.
625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

B

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

NATE DDTAITEN -
TH I T O

Geochemical
Lab Report

| |

L 00T Q0
OUTTO

7

|

REPORT: R89-31915.4 PROJECT: NONE GIVEN
SAMPLE ELEMENT fAu SAMPLE ELEMFNT fiu
NUMBER UNITS OPT NUMBER UNITS oPT
72 R89-577 105-110 0.024 22 R89-577 305-310 0.014
22 R89-577 110-115 1.025 12 R89-577 310-315 0.023
22 R89-577 115-120 0.013 12 R89-577 315-320 0.015
72 R89-577 120-125 .029 72 R89-577 320-325 0.019
72 R89-577 125-130 0.013 72 R89-577 325-330 0.054
72 R89-577 130-135 0.005 72 R89-577 330-335 0.011
12 R89-577 135-140 0.003 12 R89-577 335-340 0.019
72 R89-577 14D-145 0.003 22 R89-577 340-345 0.005
72 R89-577 145-150 0.005 72 R89-577 345-350 0.004
72 R89-577 150-155 0.010 72 R89-577 350-355 0.023
72 R89-577 155-160 0.014 22 R89-577 355-360 0.010
72 R89-577 14N-165 0.0ng 12 R89-577 360-365 0.012
72 R89-577 165-170 0.002 22 R89-577 365-370 0.006
2?2 R89-577 170-175 n.nn2 12 R89-577 310-375 0.003
72 R89-577 175-180 <0.002 12 R89-577 375-380 <0.002
72 R89-577 180-185 n.0n2 72 R89-577 380-385 <0.002
72 R89-577 185-190 0.004 12 R89-577 385-390 0.003
72 R89-577 19N-195 n.0né 72 R89-577 390-395 0.004
72 R89-577 195-200 01,004 22 R89-577 395-400 0.003
72 R89-577 20n-2n5 0.nnz2 22 R89-577 40N-405 0.006
72 R89-577 2N5-210 0,005 22 R89-577 405-410 <0.002
72 R89-577 21N0-215 0.0n5 72 R89-577 410-415 0.004
72 R89-577 215-220 n.022 72 R89-577 415-420 <0.002
72 R89-577 220-225 n.01n [2 R89-577 420-425 <0.002
72 R89-577 225-230 0,005 22 R89-577 425-430 0.002
72 R89-577 230-235 0.010 12 R89-577 43N-435 0.002
72 R89-577 235-240 0.uns 12 R89-577 435-4410 <0.002
72 R89-577 241N-245 <N.nnz 12 R89-577 44D -445 <0.002 .~
23 R89-577 245-250 0.023

72 R89-577 25N-255 0.019

72 R89-577 255-260 0.010

12 R89-577 26N-265 0.007

72 R89-577 265-270 0.005

72 R89-577 21M0-275 0.005

72 R89-577 275-280 <0.002

72 R89-577 28N-285 0.014

72 R89-577 285-290 0.023

72 R89-577 290-295 0.009

72 R89-577 295-300 0.008

72 R89-577 30N-305 0.007
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Bondar-Clegg, Inc.

625 Spice Island Dr.

Building 1, Unit A

Sparks, Nevada 89431

702 (359-9330) mm‘m

A DIVISION OF INCHCAPE INSPECTION & TESTING SER]

REPORT: R89-31915.4 | r :
AT MHOAS

SAMPLE FLFHFNT Au SAMPLF Q%ﬁ‘ﬁw fAu

NUMBER UNITS oPT NUMBER eI G v P

R89-577 130-135 0.005

Duplicate 0.005

R89-577 180-185 0.002

Duplicate 0.002

R89-577 240-245 <0.002

Duplicate <0.002

R89-577 290-295 0.009

Duplicate 0.009

R89-577 350-355 0.023

Duplicate 0.029

R89-577 400-405 0.006

Duplicate 0.004




BROHM MINING CO.

HBE@EWE@
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BONDAR-CLEGG

BROHM MINING CORPORATION
MR. JIM BARRON

Bondar-Clegg, Inc.

625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

Invoice +: R076757, Page 1

Date ¥  9-0CT-89

PO BOX 485 g .
DEADWOOD, SOUTH DAKOTA Report'N"o; R89-31915.4
57732 Project : NONE GIVEN
Reference: NONE. GIVEN
BARRON
68 Analyses of Gold at ¢ 7.00 s 476.00
Subtotal S 476.00 S 476.00
Sample Preparation
68 Samples of ASSAY PREP at §$ 3.00 § 204.00
929 Samples of EXCESSIVE WETNESS/LB at $ 0.20 $ 185.80
1 Sample of SAMPLE PICKUP/MILE at $12.00 ¢ 12,00
Subtotal S 401.80 S 401.80
Miscellaneous Charges
4% SOUTH DAKOTA SALES TAX S 16.07
2% DEADWOOD CITY SALES TAX S 8.04
Subtotal S 24.11 (3 24.11

Invoice Total:

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

$ 901.91 uU.s.
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BROHM MINING CO.




